
Bosworth Plastics

Dowelock 30 tests

TEST OF PARTS FOR DOWELOCK SYSTEM

1.0 Introduction
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From 28thFeb to 3rdMarch 2005 tests were carried out to determine Tensile strength
of Bosworth Plastics Dowelock product.
Parts for Dowelock system consist of two "Collets" made of Injection moulded
Polyacetal supplied by Bosworth Plastics, one at each end of plastic rod produced
by Nylacast to drawing MBK02474, having diameter of 30 mm and length of 134
mm.

Assembled part for Dowelock system should withstand pulling forces greater than
50 000 N before "collets" or "rod" were damaged (by pulling apart the assembly).
Jig supplied by Bosworth Plastics.




